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توصاحصرد  صایگرکسصنرعسظکتخصددسصظکصکطصیک  صصص2،000صصایزکنصشرکت صنریع آصن وصفصلاد سصمرکابصکوکتدرصسظص دکصسکظس

ذ لصص سظددکمر نرعسظک صسظصددکمر صاخصدکسسصصاحیکمصلاععلصسظصکاکصصازک برصعمداخصوهصلاکفشصوکمرع ب صکطصتمعاخصاتریک عن

صکظمعلص مع یب صصصصsarmadsteel.comauction@ ظکصتکمیلص مدسرصفصوهصنسظسصپس صکلکیکف یکص

ص22ادظ صصصصجمعهتعصپع عنصظفطصص1405اعرصصصصنوعنص19شریاهصادظ صصمرهصذتکصکمر صاب صکعیاعظصک وصازک برصکطصظفطصصصشرع عن

 اخصوعشب ص1405اعرصصصنوعن

 عطاعنصتحد ل:صحبکتثکص کصاعرصوعبصکطصتسد هصحسعبصتلصااگغصپکفصلاکا •

 کدییعظصشکت صسظصپذ کشص عصظسصپیتیهعسصکم   •

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

1405-002مزایده صادراتی شماره   

 شرکت صنایع آهن و فولاد سرمد ابرکوه 
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(Steel Rebar: Grade A3) 

No. 1405-002 / Date: 10th of November 2026 

 

 

 

Delivery Term and Price 

      ❖ FCA (Sarmad Site) 

            ❖ Quantity: ………. MT 

   ❖ Unit price: (…… USD/MT)  

❖ Total value: ……… USD 

 

PAYMENT  

%100 of the value to pe paid as advance payment to the seller’s nominated ACC/Agent in the 

contract. 

Rebar Mix, Standard Dim & Mass 

Diameter (mm) Cross sectional area (mm2) Nominal mass per unit of length (kg/m) Tolerance (%) 

12 113 0.888 -5 \ +3 

14 154 1.21 -5 \ +3 

16 201 1.25 -3 \ +3 

18 254 2.00 -3 \ +3 

20 314 2.47 -3 \ +3 

Rebar’s Mechanical Properties 

Standard 
Yield Strength Re 

(N/mm2) 

Tensile Strength Rm 

(N/mm2) 
Rm/Re Elongation 

Radius for bend 

test degree 

IRAN National Standard ≥ 400 ≥ 600 ≥ 1.25 ≥ 16 160 – 180 

Sarmad Co. ≥ 430 ≥ 620 ≥ 1.28 ≥ 18 180 

Rebar’s Reference Chemical Composition Mass Content of Elements, % 

Standard C % Si % Mn % P % S % 

IRAN National Standard ≤ .37 ≤ 0.60 ≤ 1.6 ≤ 0.045 ≤ 0.045 

Sarmad Co. 0.28 – 0.36 0.20 – 0.35 0.50- 0.70 ≤ 0.030 ≤ 0.020 


